
Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr. *
Lakewood, Colorado 80228
(303) 989-1404

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32653.4 ( COMPLETE ) REFERENCE INFO: 0-165

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R69-636 DATE PRINTED: 4-DEC-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 37 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 37 2 -150 37 Assay Prep 37
Sanple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 \\est C · Dr. .. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

.\ DI\ 1S10', 01 J',CHC.\PI: ISSPECTIO'.\ &. I LS fl',G SER\ I( l:S 

REPORT: D89-32653.4 (COMPLETE> REFERENCE INFO: 0-185 

CLIENT: BROHN NINING CORP. SUBNITTED BY: J. BARROM 
PROJECT: R89-636 DATE PRINTED: 4-DEC-89 .__ ___________________________________________ J 

ORDER 

1 Au 

ELENEHT 

Gold 

SANPLE TYPES 

D DRILL CORE 

NUNBER 

37 

RENARKS: Final results are reported . 

REPORT COPIES TO: 1'1R. JIN BARROM 
l'IR. JIM BARROM 

HUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION l'IETHOD 

37 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUNBER 

37 

Fire Assay 

SANPLE PREPARATIONS HUMBER 

Assay Prep 
Sa• ple Pickup 

INVOICE TO: NR. Jil'I BARROM 

37 
1 
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Bondar-Clegg, Inc.
12980 West Cedar Dr, * »
Lakewood, Colorado 80228
(303) 989-1404

BC
BONDAR-CLEGG

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32653.4
DftTE PRINTED: 4-QEC-89_ _ _ _ _ _ _ _ _ _
PROJECT: R89-636 PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

02 R89-636-0-5 0.004
D2 R89-636-5-10 0.003
D2 R89-636-10-15 0.004
D2 R89-636-15-20 0.004
D2 R89-636-20-25 <0.002

D2 R89-636-25-30 0.004
D2 R69-638-30-35 0.004
D2 R89-636-35-40 0.004
D2 R89-636-40-45 0.007
D2 R89-636-45-50 0.005

D2 R89-836-50-55 0.005
D2 R89-636-55-60 0.005
D2 R89-636-60-65 0.008
D2 R89-636-85-70 0.002
D2 R89-636-70-75 0.003

D2 R89-636-75-80 0.012
D2 R89-636-80-85 0.007
D2 R89-636-85-90 0.006
D2 R89-636-90-95 0.008
D2 R89-636-95-100 0.009

D2 R69-636-100-105 0.014
D2 R89-636-105-110 0.018
D2 R89-636-110-115 0.023
D2 R89-636-115-120 0.011
D2 R89-636-120-125 0.018

D2 R89-636-125-130 0.011
D2 R89-636-130-135 0.006
D2 R89-636-135-140 0.007
D2 R89-636-140-145 0.006
D2 R89-636-145-150 0.003

02 R89-636-150-155 0.010
02 R89-636-155-160 0.003
02 R89-636-160-165 0.005
02 R89-636-165-170 0.005
02 R89-636-170-175 0.005

Bondar-Clegg, Inc. 
12980 West C Dr. - > 

Lakewood, Colorado 80228 
(303) 989-1~ 

REPORT: D89-32653.4 

SANPLE ELENEMT 
HUNBER UHITS 

D2 R89-636-0-S 
D2 R89-636-5-10 
D2 R89-636-10-15 
D2 R89-636-15-20 
D2 R89-636-20-25 

D2 R89-636-25-30 
D2 R89-636-30-35 
D2 R89-636-35-40 
D2 R89-636-40-45 
D2 R89-636-45-SO 

D2 R89-636-50-55 
D2 R89-636-55-60 
D2 R89-636-60-65 
D2 R89-636-65-70 
D2 R89-636-70-75 

D2 R89-636-75-80 
D2 R89-636-80-85 
D2 R89-636-85-90 
D2 R89-636-90-95 
D2 R89-636-95-100 

D2 R89-636-100-105 
D2 R89-636-10S-110 
D2 R89-636-110-115 
D2 R89-636-115-120 
D2 R89-636-120-125 

D2 R89-636-125-130 
D2 R89-636-130-135 
D2 R89-636-135-140 
D2 R89-636-140-145 
D2 R89-636-145-150 

D2 R89-636-150-155 
D2 R89-636-155-160 
D2 R89-636-160-165 

., 

Au 
OPT 

0.004 
0.003 
0.004 
0.004 

{0.002 

0. 004 
0. 004 
0. 004 
0.007 
0.005 

0.005 
0.005 
0. 008 
0.002 
0.003 

0.012 
0.007 
0.006 
0.008 
0.009 

0.014 
0.018 
0.023 
0.011 
0.018 

0.011 
0.006 
0.007 
0.006 
0.003 

0.010 
0.003 
0.005 

BC 
BONDAR-a.EGG 

:\ Dl\'1S10\ m I\JCHCAPE l'-iSP[·CTIO\J & TESTI.._G SER\'ICES 
DATE PRINTED: 4-DEC-89 

I PROJECT: R89-636 

Geochemical 
Lab Report 

PAGE 1 

D2 R89-636-165-170 o.oos 
D2 R89-636-170-175 0.005 __________ j 
D2 R89-636-175-180 0.004 
D2 R89-636-180-185 0.005 
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BONDAR-CLEGG

Bondar-CIegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

BROMM MINING CORP. 
MR. JIM BARRON 
P.O. BOX 485 
DEADWOOD, SI)
57732

Inv o :i. c e s 1) 01 i> 3 51, Pa tj e 1

Date- 5 8-DL O 89

Report Nos D89-32&53« 4 
P v o j © c t s R 8 9 - & 3 6 
R e f e r- e n c ©: <) • 1 B 5

37 Analyses of Gold 
Subtotal

S a m p 1 e P r & p a r a t i o n
37 Samples of Assay Prep 
1 S a m p 1 e o f S a m p 1 e P i c k u p 

Subtotal

M i s c e 11 a n e o u s C h a r ti © s
4% S.D. state sales tax 
2% Deadwood city sales tax 

Subtotal

Invoice

J J , t: .
at :47} pO -4 259. 00

, ^ ^ t:59.<>0 $ 259.00
**»:*• •“••• •» .. ...

.r w: -; •
at T 3.00 4 111.00

ale 412:00 $ 12.00
f 123.00 f 123.00

f 4.92
$ 2.46
f 7.38 1 7.38

Totals $ 389.38 U. S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Geochemical
Lab Report

Bondai-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BC
BONDAR-CLEGG

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32655.4 ( COMPLETE ) REFERENCE INFO: 185-425

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-636 DATE PRINTED: 4-DEC-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 47 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 47 2 -150 47 Assay Prep 47

KtfiHKRb: ano dou-dpj were composited m_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _  _
sanple preparation (no charge). 

Final results are reported.

1NW1CL HE HR. JIM BARROH'REPORT CUP1ES 10: FIR. Jilt BAMUT 
MR. JIM BARRON

Bondlu-llegg, . 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DI\ 1s10, m li'<CHCAPl ISSPECTIO', & TESTI\(, SE:R\ l(.l-S 

REPORT: D89-32655.4 C CONPLETE > 

CLIENT: BROHN NINING CORP. 
PROJECT: R89-636 

ORDER 

1 Au 

ELENENT 

Gold 

SAl'IPLE TYPES 

D DRILL CORE 

HUNBER 

47 

n 

NUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

47 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUNBER 

47 

sa•ple preparation (no charge). 

Final results are reported. 

NR. JIN BARRON 

REFERENCE INFO: 185-425 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 4-DEC-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS NUNBER 

Assay Prep 47 

_J 

J 
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Geochemical
Lab Report

BondatrCkm;. I**1-

12980 West Cedar Dr. 
Lakewood, Colorado 80228
(303) 989-1404

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

ME PRINT!ID: 4-DEC-89
REPORT: D83-32655.4 1 ROJECT: R89-636^ PAGE 1

l y + _ _ _ _ _ _ _ _ __ .
SAMPLE ELEMENT Au SAMPLE
NUMBER UNITS OPT NUMBER UNIT

Au
r~ opt

nnijMV- ■' _ _ _ _ _ _ _ _
D£ R89-636-1S5-190 0.003 D£ R89-636-3! 
DE R89-636-190-195 0.005 DS R89-636-3* 
DE R89-636-195-200 0.00E DE R89-636-40 
DE R89-636-200-205 0.014 DE R89-636-40 
DE R89-636-205-210 0.010 DE R89-636-41

>-395 0.144

0-405 0.065
5-410 0.101
0-415 0.216

DS R89-636-E35-S40 0.006
DE R89-636-S40-S45 0.008
DS R89-636-E45-E55 COMP 0.009
DE R89-636-S55-E60 0.009
DE R89-636-E60-E65 0.010

DE R89-636-E65-E70 0.008
DS R89-636-E70-S75 0.006
DE R89-636-E75-E80 0.004
DS R89-636-S80-285 0.005
DE R89-636-E85-E90 0.005

DE R89-636-E90-E95 0.007
DE R89-636-295-300 0.002
D2 R89-636-300-305 0.007
DE R89-636-305-310 0.008
DE R89-636-310-315 0.027

DE R89-636-315-320 0.0E0
D2 R89-636-3E0-3E5 0.013
DE R89-636-325-330 0.017
DE R89-636-330-335 0.020
DE R89-636-335-340 0.0E1

D£ R89-636-340-345 0.033
DE R69-636-345-350 0.041
DE R89-636-350-355 0.010
DE R89-636-355-360 0.025
DE R89-636-360-365 0.0E2

DE R89-636-365-370 0.028
DE R89-636-370-375 0.026
DE R89-636-375-380 0.008
DE R89-636-380-385 0.009
DE R89-636-385-390 0.036

( ------

Bondat-Clq:g, b,c. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32655.4 

SAl'IPLE ELEl'IENT 
NUl'IBER UNITS 

D2 R89-636-185-190 
D2 R89-636-190-195 
D2 R89-636-195-200 
D2 R89-636-200-205 
D2 R89-636-205-210 

D2 R89-636-210-215 
D2 R89-636-215-220 
D2 R89-636-220-225 
D2 R89-636-225-230 
D2 R89-636-230-235 

D2 R89-636-235-240 
D2 R89-636-240-245 
D2 R89-636-245-255 COl'IP 
D2 R89-636-255-260 
D2 R89-636-260-265 

D2 R89-636-265-270 
D2 R89-636-270-275 
D2 R89-636-275-280 
D2 R89-636-280-285 
D2 R89-636-285-290 

D2 R89-636-290-295 
D2 R89-636-295-300 
D2 R89-636-300-305 
D2 R89-636-305-310 
D2 R89-636-310-315 

D2 R89-636-315-320 
D2 R89-636-320-325 
D2 R89-636-325-330 
D2 R89-636-330-335 
D2 R89-636-335-340 

D2 R89-636-340-345 
D2 R89-636-345-350 
D2 R89-636-350-355 
D2 R89-636-355-360 
D2 R89-636-360-365 

D2 R89-636-365-370 
D2 R89-636-370-375 
D2 R89-636-375-380 
D2 R89-636-380-385 
D2 R89-636-385-390 

Au 
OPT 

0.003 
0.005 
0.002 
0.014 
0.010 

0.011 
0.008 
0.011 
0.013 
0.007 

0.008 
0.008 
0.009 
0.009 
0.010 

0.008 
0.006 
0.004 
0.005 
0.005 

0.007 
0.002 
0.007 
0.008 
0.027 

0.020 
0.013 
0.017 
0.020 
0.021 

0.033 
0.041 
0.010 
0.025 
0.022 

0.028 
0.026 
0.008 
0.009 
0.036 

BC 
BONDAR-CLEGG 

A DIV ISION OF INCHCAPE INSPECTION & TESTING SERVICES 

DATE P!IHTED; 4-:EC-89 
I PROJECT: R8 

SAMPLE ELEl'IENT Au 
NUl'IBER UNITS OPT 

D2 R89-636-3'10-395 
D2 R89-636-395 
D2 R89-636-400-405 0.065 
D2 R89-636-405-410 0.101 
D2 R89-636-410-415 0.216 

D2 R89-636-415-420 0.138 
D2 R89-636-420-425 0.064 

~q.,;5'-C:.$0 c/-- c:.sn - .~s-.s-

Geochemical 
Lab Report 

PAGE 1 
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BONDAR-CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

BROHM MINING CURP. 
MR. JIM BARRON 
P.O. BOX 485 
DEADWOOD, SD 
5773a

47 Analyses of Gold 
Subtotal

Invoice s 1)016350, Page 1

Date s 6-DEC-69

Rapdri; -Nos 'D89 --386S5. 4 
■ Project s R89-6.36 

• •’ ^ j j R e f e ,*«ti c e s , 18 5 r 4 2 5

i ” "'+'<?*■ ;

r-V'■! • ; •
i______"■ r» ■ _______________________

1——-——---------- ;—'—■— ---------------------
arr-KoO ♦ 389.00

$ 3 a 9.0 0 T 3 a 9.. 0 0

S a m p 1 e P r e p a r a fc i o n
46 Samples of Assay Prep 

Subtotal

Misce 11 aneous Charties
4% S. D» state sales tax 
'd% Dead wood city sales tax 

L e s s s M o c h a r g e o n e A u a s s a y 
Subtotal

at f 3.00 % 138.00
i> 138.00 $ 136.00

* 5.58
% 8.76
i 7.00
$ 1.28 T 1.88

Invoice Totals * 468.88 U.S.

*

,.f-4

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 WRiCtdaftlr.

Lakewood, Colorado 80228
(303) 989-1404

BC
BONDAR-CLEGG

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32656.4 ( COMPLETE ) REFERENCE INFO: 425-645

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-636 DATE PRINTED: 8-DEC-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 44 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 44 2 -150 44 Assay Prep 44
Excessive Wetness 866
Saaple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARROr

INVOICE TO: MR. JIM BARRON

Bondar-C~, I.,,c. 

(2980 IE; r. 
Lakewood, Colorado 80228 
(303) 989-1404 

.. BC 
BONDAA-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTlr--.G SERVICES 

REPORT: D89-32656.4 < CO"PLETE > 

CLIENT: BROH" "!HING CORP. 
PROJECT: R89-636 

ORDER 

1 Au 

ELE"ENT 

Gold 

SAl'IPLE TYPES 

D DRILL CORE 

NUl'IBER 

44 

HU"BER OF LOWER 
ANALYSES DETECTION LI"IT EXTRACTIOH 

44 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUl'IBER 

44 

REFEREHCE INFO: 425-645 

SUB"ITTED BY: J. BARRON 
DATE PRINTED: 8-DEC-89 

l'IETHOD 

Fire Assay 

SA"PLE PREPARATIONS NUl'IBER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

44 
886 

1 

~ ------------------------------------- - ----·-

REl'IARKS: Final results are reported . 

REPORT COPIES TO: l'IR, JIN BARRON INVOICE TO: "R. Jil'I BARRON 
PIW JI" ftWl'IIIUIN 

I 

I 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 We&t C«i<laA)r.

Lakewood, Colorado 80228
(303) 989-1404

REPORT: D89-32856.4

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED; 6-DEC-89

0v PROJECTS R89-636 PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

SAMPL
NUMBER

________ ________ELEMENT
UNITS

Au
OPT

D2 R89-638-425-430 0.122 D2 R891-838-825-630 0.007
02 R89-836-430-435 0.083 D2 R89-636-630-635 0.013
D2 R89-636-435-440 0.042 02 R89-636-635-640 0.003
D2 R89-636-440-445 0.018 02 R89-636-640-645 (0.002
D2 R89-638-445-450 0.010

D2 R89-636-450-455 0.019
D2 R69-836-455-460 0.014
D2 R89-636-460-465 0.009
D2 R89-G36-465-470 0.014
D2 R89-636-470-475 0.014

02 R89-638-475-480 0.013
02 R89-836-480-485 0.012
02 R89-836-485-490 0.014
02 R89-836-490-495 0.013
02 R89-636-495-500 0.013

02 R89-836-500-505 0.010
02 R89-836-505-510 0.005
02 R89-636-510-515 0.009
02 R89-636-515-520 0.014
02 R89-636-520-525 0.020

02 R69-636-525-530 0.020
02 R89-636-530-535 0.010
D2 R89-636-535-540 0.017
02 R89-636-540-545 0.005
02 R89-636-545-550 0.007

02 R89-636-550-555 0.003
02 R89-636-555-560 0.005
02 R89-636-560-565 0.005
02 R89-636-565-570 0.005
02 R89-636-570-575 0.003

02 R89-636-575-580 . 0.007
02 R89-636-580-585 0.009
02 R89-636-585-590 0.007
02 R89-636-590-595 0.006
D2 R89-638-595-600 0.004

02 R89-636-600-605 0.009
02 R89-636-605-610 0.035
02 R89-636-610-615 0.018
02 R89-636-615-620 0.017
02 R89-636-620-625 0.005

Bondar-Clegg, Inc. 
12980 I 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32656.4 

SAl'IPLE ELEl'IEMT 
MUNBER UNITS 

D2 R89-636-425-430 
D2 R89-636-430-435 
D2 R89-636-435-440 
D2 R89-636-440-445 
D2 R89-636-445-450 

D2 R89-636-450-455 
D2 R89-636-455-460 
D2 R89-636-460-465 
D2 R89-636-465-470 
D2 R89-636-470-475 

D2 R89-636-475-480 
D2 R89-636-480-485 
D2 R89-636-485-490 
D2 R89-636-490-495 
D2 R89-636-495-500 

D2 R89-636-500-505 
D2 R89-636-505-510 
D2 R89-636-510-515 
D2 R89-636-515-520 
D2 R89-636-520-525 

D2 R89-636-525-530 
D2 R89-636-530-535 
D2 R89-636-535-540 
D2 R89-636-540-545 
D2 R89-636-545-550 

D2 R89-636-550-555 
D2 R89-636-555-560 
D2 R89-636-560-565 
D2 R89-636-565-570 
D2 R89-636-570-575 

D2 R89-636-575-580 
D2 R89-636-580-585 
D2 R89-636-585-590 
D2 R89-636-590-595 
D2 R89-636-595-600 

D2 R89-636-600-605 
D2 R89-636-605-610 
D2 R89-636-610-615 
D2 R89-636-615-620 
D2 R89-636-620-625 

I, 

Au 
OPT 

0.122 
0.063 
0.042 
0.018 
0.010 

0.019 
0.014 
0.009 
0.014 
0.014 

0.013 
0.012 
0.014 
0.013 
0.013 

0.010 
0.005 
0.009 
0.014 
0.020 

0.020 
0.010 
0.017 
0.005 
0.007 

0.003 
0.005 
0.005 
0.005 
0.003 

0.007 
0.009 
0.007 
0.006 
0.004 

0.009 
0.035 
0.018 
0.017 
0.005 

BC 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

SAl'IPLE 
MUl'IBE 

D2 R89-636- -
D2 R89-636-630-635 
D2 R89-636-635-640 
D2 R89-636-640-645 

Au 
OPT 

0.003 
<0.002 
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BROUN MINING DORP. 
MR. JIM BARRON 
P.O. BOX 485 
DEADUOOB, SI)
57/32

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

Invoice s D016433, Pape :l

; ' Datjkt . ... s 15rDEC~89

RepSp’rt Nos 1)89-38656. 4 
■ PY^fec^:» R#9jffc36 

'■ Re*f«|tences 485-645
S>> w-y <

• •

a £•
*v

* ^ - ■X * — ' £. -
44 Analyses of Gold

t*.. - -
at t 7.00 $ 308.00

«#t- -f.i -

Subtotal $ 306.00 $ 306.00

S a m p .le P r © p a r a t i o n
44 Samples of Assay Prep at % 3.00 $ 138.00
886 Samples of Excessive Wetness at $ 0.20 $ 177.SO

1 Sample of Sample Pickup at $18.00 $ 18. 00
Subtota 1 $ 381.80 $ 321.20

M.i,scel laneous Cha rtjes
4X S.D. state saIes tax $ 18.65
8* Dead wood city sales ta x $ 6. 48

Subtotal $ 19. 27 $ 19.87

I vi vole e 1 o t a .1 s $ 648.4/ U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 Wc- Cedar Dr.
Lfckewood, Colorado 80228
(303) 989-1404

BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32658.4 ( COMPLETE ) REFERENCE INFO: 645-705

CLIENT: BR0HM MINING C0RP. SUBMITTED BY: J. BARRON
PROJECT: R89-636 DATE PRINTED: 6-DEC-89

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

i Au Gold 12 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 12 2 -150 12 Assay Prep 12
Excessive Wetness 310
Sanple Pickup 1

REMARKS: Final results are reported.

Bondar-Clegg, Inc. 
12980 We.... edar Dr. 
L · ewood, Colorado 80228 
(303) 989-1404 ' BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32658.4 (COMPLETE) 

CLIENT: BROHi'! l'IINING CORP. 
PROJECT: R89-636 

ORDER 

1 Au 

ELEl'IENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUl'IBER 

12 

RENARKS: Final results are reported. 

REPORT COPIES TO: l'IR. Jll'I BARRON 
l'IN.. J 1t, nMn.nl IN 

NUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

12 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUl'IBER 

12 

REFERENCE INFO: 645-705 

SUBl'IITTED BY: J. BARRON 
DATE PRINTED: 6-DEC-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS NUl'IBER 

Assay P·rep 
Excessive Wetness 
Sa•ple Pickup 

12 
310 

1 

INVOICE TO: l'IR. JIN BARRON 
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Bondar-Clegg, Inc.
12980 WejK edar Dr.
I akewtXxlTcolorado 80228

(303) 989-1404

BONDAR-CLEGG
A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-3E656.4
DATE PRINTED: S-DEC-69_ _ _ _ _ _ _ _ _ _
PROJECT: R89-636 PAGE 1

SAMPLE ELEMENT Au 'VJfl
NUHBER UNITS OPT

D2 R89-836-670-675 0.003
D2 R89-636-675-680 0.004
D2 R89-636-680-685 0.005
D2 R89-638-885-&90 0.008
D2 R89-636-690-695 <0.002

Bondar-Clegg, Inc. 
12980 We--r Cedar Dr. 

L,e\ ood, Colorado 80228 
(303} 989-1404 ' 

REPORT: D89-32658.4 

SAl'IPLE ELEl'IEHT 
HUl'IBER UNITS 

D2 R89-636-645-650 
D2 R89-636-650-655 
D2 R89-636-655-660 
D2 R89-636-660-665 
D2 R89-636-665-670 

D2 R89-636-670-675 
D2 R89-636-675-680 
D2 R89-636-680-685 
D2 R89-636-685-690 
D2 R89-636-690-695 

D2 R89-636-695-700 
D2 R89-636-700-705 

Au 
OPT 

0.003 
0. 002 

(0.002 
(0.002 
0.002 

0.003 
0.004 
0.005 
0.006 

(0.002 

0.002 
(0.002 

BC 
BONDAR-CLEGG 

A DI \ 1S10\/ m I CHCAPE INSPECTIO\/ &. TESTI\G SER\ ICES 
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PAGE 1 

7 



o ~©m~w~ n 
DEC I I 1989 u 

BROHM MINING CO. 



BGfitfARCLEGG

Bondar-CIegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1401

BROHM MINING CQRP. 
MR. JIM BARRON 
P.O. BOX 485 
DENI) WOOD, SD
57738

Invoice? s D016384, Pa tie? .1.

Date : 6-DEC-89

Repor t No,:!; D69-38G58. 4
Project . ;-s
Re f erenee i .-703

.. •> y *

18 Analyses of Gold at $ 7.00 :; 84,. 00
Subtotal 1> 64. 00

S a m p 1 e P r e p a v a t .i o n
.18 Samples of Assay Prep at $ 3.00 $ 3 6 r 0 0

310 Samples of Excessive Wetness at $ 0.80 $ 68.00
.1 Sample of Sample Pickup at $18.00 $ 18. 00

Subtotal $ 110.00

Mi seellaneous Ch a etjes
4X S.D. state sales tax $ 4.40
8X Deadwood city sales tax $ 8. 80

Subtotal $ 6. 60

$ 84.00

$ 110.00

$ 8. GO

Invoice Total i! * aoo.Bo u.s.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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